G DLAB

TEXTILE LABORATORY

Standardised procedures in the field of accreditation

The D-LAB textile laboratory at DELCOTEX Delius Techtex GmbH & Co. KG is a testing laboratory
accredited by DAKkS — the German Accreditation Body.

Norm/Datum Revisionsstand  Revisionsstand  Bezeichnung

1 Burning behaviour

DIN 75200 : ’ A .

1980-09 Burning behavior of materials inside motor vehicles

23'353513773 Textiles - curtains and drapes - burning behavior - classification scheme
Textiles and textile products - burning behavior - curtains and drapes -

DIN EN 13772 ’ - - )

2011-04 measurement of flame spread properties of vertically oriented specimens
with large ignition source

DIN EN 1101 Textiles - burning behavior of curtains and drapes - detailed procedure

2005-09 to
determine flammability of vertically oriented specimens (small flame)
Textiles - burning behavior of curtains and drapes - detailed procedure

DIN EN 1102 DIN EN 1102 to

1996-01 2016-10 determine flame spread properties of vertically oriented measuring

samples

DIN EN ISO 6940
2004-06

Textiles - burning behavior - determination of flammability of vertically
oriented measuring samples

DIN EN ISO 6941
1995-04

DIN EN ISO 6941
2004-05

Textiles - burning behavior - measurement of flame spread properties of
vertically oriented samples

DIN EN 1021-1
2006-04

DIN EN 1021-1
2014-10

Furniture - assessment of ignitability of upholstered furniture - part 1:
smouldering cigarette as ignition source; german version EN 1021-
1:2006

DIN EN 1021-2
2006-04

DIN EN 1021-2
2014-10

Furniture - assessment of flammability of upholstered furniture - part 2:
matchflame equivalent as ignition source; German version EN 1021-
2:2006

DIN EN ISO 15025
excluding Annex C
2003-02

DIN EN ISO 15025
2017-04
excluding Annex C

Protective clothing - protection against heat and flame - test method for
limited flame spread (ISO 15025:2000); german version EN ISO
15025:2002

DIN EN ISO 14116
2008-08

DIN EN ISO 14116
2015-11

Protective clothing - protection against heat and flame - limited flame
spread materials, material assemblies and clothing (ISO 14116:2008);
german version EN ISO 14116:2008

BS 5852
2006-03
excluding
source 3,6, 7

Methods of test for assessement of the ignitability of
upholstered seating by smouldering and flaming ignition sources

2 Colour fastness

DIN EN ISO 105-X12
2002-12

DIN EN ISO 105-X12
2016-11

Textiles - tests for colour fastness part X12: colour fastness to rubbing

DIN EN ISO 105-D01
2010-10

Textiles - tests for colour fastness - part DO1: Determination of colour
fastness to dry cleaning using perchlorethylene solvent

DIN EN ISO 105-B02
2002-07

DIN EN ISO 105-B02
2013-06

DIN EN ISO 105-B02
2014-11

Textiles - tests for colour fastness - part B02: colour fastness to artificial
light: xenon arc lamp

DIN EN ISO 105-E04
2009-07

DIN EN ISO 105-E04
2013-06

DIN EN ISO 105-E04
2013-08

Textiles - tests for colour fastness - part E04: colour fastness to sweat
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DIN EN ISO 105-E02
1996-08

DIN EN ISO 105-E02
2013-06

Textiles - tests for colour fastness - part E02: colour fastness to
seawater

DIN EN ISO 105-E01
2010-08

DIN EN ISO 105-E01
2013-06

Textiles - tests for colour fastness - part EO1: colour fastness to water

DIN EN ISO 105-E07
2010-08

Textiles - tests for colour fastness - part EO7: colourfastness to stains:
water

DIN EN ISO 105-C10
2007-06

Textiles - tests for colour fastness - part C10: colour fastness to washing
with soap or with soap and soda

DIN EN ISO 105-C06
2010-08

Textiles - tests for colour fastness - part C06: colour fastness to
domestic and commercial laundering

3 Mechanical-technol

ogical tests

DIN EN 12127
1997-12

Textiles - textile fabrics - determination of surface related mass using
small samples

DIN EN ISO 13934-1
1999-04

DIN EN ISO 13934-1
2013-08

Textiles - tensile properties of fabrics part 1: determination of maximum
tensile strength and elongation at break using the strip method

DIN EN ISO 1421
1998-08

DIN EN ISO 1421
2017-03

Textiles coated with rubber or plastic - determination of tensile strength
and elongation at break

DIN EN ISO 13936-2
2004-07

Textiles coated with rubber or plastic - determination of tensile strength
and elongation at break

DIN EN ISO 13937-2
2000-06

Textiles - tear properties of textile fabrics - part 2: Determination of tear
resistance using the trouser-shaped tear test (simple tear test)

DIN EN ISO 13937-3
2000-06

Textiles - tear properties of textile fabrics - part 3: determination of tear
resistance using the wing-shaped test (simple tear test)

DIN 53859-5
1992-12

testing of textiles -tear testing of textile fabrics - trapezoidal test

4 Usability tests

DIN EN ISO 6330
2013-02

DIN EN ISO 6330
2022-03

Textiles - non-commercial washing procedure for testing of textiles (ISO
6330:2012); german version EN ISO 6330:2012

DIN EN ISO 5077
2008-04

Textiles - determination of measurement changes after washing and
drying (ISO 5077:2007); german version EN ISO 5077:2008

DIN EN ISO 3759
2011-08

Textiles - Preparation, marking and measurement of samples out of
textile fabrics and garments for testing of measurement changes (ISO
3759:2011); german version EN ISO 3759:2011
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